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ABSTRACT-Su~Y ASD Interim Report 7-888(IV) 
August, 1962 Interim Technical Progress Report 

DEVELOPMENT 

OF 

ULTRASONIC WELDING EQUIPMENT 

Fffi 

REFRACTORY METALS 

Nicholas Maropis 

Aeroprojects Incorporated 

Pursuant to requirements delineated during Phase I for a heavy-
duty ultrasonic weld~ system, and in conformance with objectives estab­
lished for Phase II,/w~rk has advanced toward the development, design, 
and construction of a 2)-kilowatt ~ot-·type \-;relding_]lllU .. and associated 
power source.. 'rhe design of the welded framework has been completed, in 
addition to various welding control circuits. Evaluations have cont:inued 
in and :resolving problems relating to critical components of 
the 25-kilowatt unit, a.'lllong which are ceramic ~-vasher tyoe transducer 
assemblies, acoustic couplL~g elements, and power-force programming cir­
cuitry. 

Weldment and tip material investigations continue, with the view of ~~ 
establis~ing firm data on r~fractory metal~weldabilit~aracteristics, ~S 

1 
~-, 

and
4 
te~nal,el~m~nt selec_t~on. ~ ~~~,. -;s . r, _ ,1 T..:... PH lS·l Mo; ~t~tJ-l; ~WI 

(Wt•'l'p~~;o~~·~~-':~~~e·?~~in~~ ,~~~~~;~tio~ ~f -~~tro~nd Udimet ~·a - ~ 
700 as si~ilarly satisfactory tip alloys for welding refractory metals. 

Utilization of ceramic transducer assemblies, under the tension­
shell concept, has established, at the lm~er-power levels, a power­
conversion efficiency in excess of projected limits. 

The perfo~nance of the aluminum-bronze co;:.~· fabricated during 
prior study.9 exceeds that of standard steel unit Performance appears 
enhanced by sculpturL~g to provide flexural re ief. 

~ifications for a 25-kilowatt motor-alternator and associated 
STN'itching requirements are being establis~ and procurement of the oJ...J... 
necessary components therefor will follow. C t t • ~ \ 

· ·D1.A .. IJ.·.:.."rM ~" w.tf.L 5 -l ~ ~ l • ••.0 
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FOREWORD 

This InterL~ Technical Progress Report covers the work performed 
m1der Contract AF 33(600)-h3026 from May 1 through July 31, 1962. It is 
published for technical information only and does not necessarily repre­
sent the recommendations, conclusions, or approval of the Air Force. 

Tl;is contract ,,Jith Aeroprojects Incorporated of West Chester, 
Pennsylvania, was initiated under ASD Manufacturing Technology Project 
7-8B8, "Development of U1 trasonic 1-lelding Equipment for Refractory l1etals". 
It was administered under the direction of Fred Miller of the Fabrication 
Branch (ASRCTF), Manufacturing Technology Laboratory, AFSC Aeronautical 
Systems Division, \~right-Patterson Air Force Base, Ohio. 

This project is under the direction of J. Byron Jones, with 
Nicholas 11aropis serving as Project Engineer. others associated with 
this program are Carmine F. DePrisco, Chief Electronics Engineer; John G. 
Thomas, MetaJlurgist; Janet Devine, Physicist; Jozef Koziarski, Ultrasonic 
Welding Laboratory Director; and W. C. Elmore, Consultant. This document 
has been given the Aeroprojects internal report number of RR-62-47. This 
is an interL~ report. The information reported herein is prelL~inary and 
subject to further analysis and modification as the work progresses. 

'rhe methods used to demonstrate a process or technique on a 
laboratory scale are inadequate for use in production operations. The 
objective of the Air Force Manufacturing Methods Program is to develop, 
on a timely basis, manufacturing process, techniques and equipment for 
use in economical production of USAF materials and components. This 
program encompasses the following technical areas: 

Rolled Sheet 
Forgings 
Extrusions 
Castings 
Fiber 
Fuels and Lubricants 
Ceramics and Graphites 
Nornnetallie Structural Materials 

4 

Powder 
Component Fabrication 
Joining 
Forming 
Material Removal 
Solid State Devices 
Passive Devices 
Thermionic Devices 
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Your comments are solicited on the potential utilization of the 
information contained herein as applied to your present or future produc­
tion programs. Suggestions concerning additional Manufacturing Methods de­
velopment required on this or other subjects will be appreciated. Direct 
any reply concerning the above matter to the attention of Mr. T~T. lv. Dismuke, 
ASRKRA. 

PUBLICATION REVIEW 

Approved by: ~l!M.Q 
7/ J. Byro ones 
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DE"vELOP}:fENT 

OF 

ULTRASONIC WELDING EQUIPMENT 

FCR 

REFRACTORY METALS 

Phase II 

INTRODUCTION 

Since ultrasonic welding was first demonstrated as a practical 
method for joining thin gages of aluminum and other common metals and 
alloys, the equipment capability has been continuously extended to joining 
materials of increasing thickness as well as newer metals and alloys that 
are difficult or impossible to weld by other techniques. The aerospace 
need for high-temperature, corrosion-resistant, refractory metals and 
alloys has increased the need for ultrasonic welding machines of greater 
capability than are now available. 

The objective of this program is to design, assemble, and eval­
uate heavy-duty ultrasonic spot- and seam-welding equipment for joining 
refractory materials and superalloys in thicknesses up to 0.10 inch and 
to develop necessary techniques for producing reliable welds in these ma­
terials. The accomplishment of this objective is divided into three 
phases~ Phase I is concerned with establishing feasibility, defining 
problem areas, and delineating appropriate solutions thereto; Phase II 
embraces the development of the required equipment and techniques; and, 
under Phase III, the performance characteristics of the ultrasonic welding 
equipment '(..rl.ll be demonstrated., 

Under Phase T, completed prior to the current reporting period 
(1)*, the feasibility of producin~ ultrasonic welds in both monometallic 
and bimetallic combinations of Cb\D-31), Mo-O.>Ti, Inconel X-750, PH15-7Mo 
stainless steel, Rene 41, and tungsten was demonstrated. By extrapolating 
the weldable gage capability of h-kilowatt and 8-kilm.,att ultrasonic spot­
type welders, and utilizing a previously developed first-approximation 
criterion for the energy required to weld materials of various hardnesses 
and thicknesses, the electrical power input to the transducer necessary 
to join the above materials in gages up to 0.10 inch was estimated as ap­
proximately 25 kilowatts (2). 

*~umbers in parentheses refer to List of References at end of report. 
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Also under Phase I, the problems involved in the production of 
heavy·-duty ultrasonic welding equipment were delineated~ a systematic ap­
proach to solving problems was outlined, and design parameters for the 
requisite heavy-duty spot-welding equipment were definedo The baFic con­
cepts involved in such machines were investigatedo Spot-type welders for 
high-power operation were studied in considerable detailo Both theoretical 
and experimental information were evolved to provide preliminary design 
requirements for this type of machine. 

A survey of the "state of the technology" of transducer materials 
and coupler materials, supplemented by laboratory investigations, indicated 
that the transducer-coupling system for the heavy-duty equipment should 
utilize lead=zirconate-titanate ceramic transducers and aluminum-bronze or 
beryllium-copper coupling members. The requisite vibratory power can be 
delivered to the weld zone by means of an opposition-drive transducer­
coupling system. Astroloy, a nickel-base alloy made by General Electric 
Company, was tentati·~ely selected to meet the welding tip material require­
ments .. 

The transducer-coupling systems will be driven by a motor alter­
nator providing about 25 kilowatts of electrical power. Solid-state ele­
ments may be used to meet the switching requirements. 

The ~~rk initiated under Phase II has the following objectives: 

lo Develop the necessary methods, teehni~~es and equipment to 
ultrasonically join the selected materials .. 

2.. Design and construct ultrasonic joining unit(s) in accordance 
with the approach outlined in Phase I. 

3. Develop 1nethods and techniques to demonstrate the capability 
of the equipment developed under Phase II to join the selected 
ma teria.l s .. 

This report describes the work accomplished during the second three 
months of this phase -- May 1 through July 31, 1962e Emphasis was placed on: 
investigations related to the properties of the weldment materials, as well 
as further consideration of welding machine tip materials; the development 
of the primary equipment elements required in the 25-kilowatt ultrasonic 
spot-type welding equipment. The third item above, equipment capability 
studies, will be initiated when the equipment has been assembled. 

9 
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I. 1'1ATER.IAL INVESTIGATIONS 

"THE OBJECT OF PHASE II IS TO DEITELOP THE NECESSARY 
METHODS, TECHNIQUES, AND EQUIIMENT TO ULTRASONICALLY 
JOIN THE SELECTED MATERIALS. tt 

Investigatory work in this area continues to concern itself with 
the selection, procurement, and test of the highest quality material for 
use in the program. Such examinations include the response of the materials 
to ultrasonic welding, and the limited determination of requirements for 
welding-machine settings which will produce crack-free welds with predicta­
ble probabilityo In addition, investigation is progressing in determining 
the requirements for sonotrode tips capable of satisfactory performance in 
energy delivery and extended service life. 

't-1ELDMENT MATERIALS 

So that performance evaluations of the projected 25-kilowatt 
ultrasonic spot=welding machine may be made on a scheduled basis, orders 
were entered for the refractory metals and super-alloys listed in Table 1. 
Some of these have been received, and are in use in conjunction with the 
studies proceeding on tip materials. 

TIP MATERIALS 

So that the selection of a tip material for the terminal element 
of the 25-kilowatt spot-ivelding machine could be expedited, additional 
stocks of Astroloy and Udimet 700 were purchased. 

Prior photoelastic investigations (3, 4) indicated that the 
spherical radius of an ultrasonic spot-welder tip approximately 50 to 100 
times the thickness of the weldment sheet adjacent to the tip was satis­
factory for welding material in gages of 0.040 to 0.060 inch. A tip 
radius about 100 times the weldment sheet thickness appeared reasonable 
for welding in the material gage range of o.oo5 to 0.015 inch. Conse­
quently, tip radii of 0.25 and 0.50 inch were selected for use in tip ma­
terial investigations covering welding of 0.005-inch material. Investiga­
tions relative to tip performance and geometry will be extended to Astroloy 
and Udimet 700 tips of 0.75 and 1.0-inch radii, working with heavier-gage 
materialso 

Consequently, several tips varying in radii from 0.25 to 1.0 
inches were fabricated from hot-rolled Astroloy, and from hot-rolled, 
stress-relieved Udimet 700 (5), for comparative material evaluations. 

10 
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Refractory Material 

Columbium (D-31) 

Inconel X-750 

Molybdenum-Oo5% Ti 

PH15-7Mo Stainless 
Steel 

Rene 41 

Tungsten 

Table I 

GAGES AND MEI'AILURGICAL CONDITION OF 

\t>/ELDMENT MATERIALS ON-ORDER 

Procurement Source (inch) Metallurgical Condition 

E. I. duPont 0.040 Vacuum arc cast; stress-
deN em ours & Co. .060 relieved (1) 

.100 

Huntington Alloy 0.040 Deoxidized and annealed 
Products Division .100 

Universal-Cyclops 0.040 Arc cast; cross-rolled; 
Steel Corp. .o6o stress-relieved 

.100 

Hamilton Watch Coo 0.005 Annealed 
.010 
.020 
.040 

Peter A. Frasse 0.,032 Condition A 
& Co. .040 

Armco Steel Inc. 0.090 No. 1 finish, hot-rolled, 
30 annealed and pickled 

Alloy Metal Co. 0.020 
.o6o 

Annealed and pickled ( 2) 

.096 

Fansteel }fetal- 0.020 Powder metallurgy material, 
lurgical Corp. .040 cross-rolled and stress-

.060 relieved 
0.100 

{1) Material ordered cut to specimen size. 
(2) Metallurgical condition applies to all gages of individual material. 
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Quantit) 
(sq. ft 

0.9 
.6 
.6 

4.0 
2.5 

1.8 
1.9 

5.0 
5.0 
5.0 
5.0 

7.5 
7.5 

30.0 

2.0 
4.5 
2.5 

1.0 
1.1 
1.3 
0.7 
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Examination of the microstructure of these tips, after completion 
('f tt1e L,:,at,=treat cyde, sho1.red the two alloys to be nearly identical, and 
in fact indistinguishable (Figure 1). Since they are fundamentally alike in 
che~ical composition, the performance characteristics of Udimet 700 and 
Astroloy tips are also anticipated to be similar. Sufficient quantities of 
bar stock of each aHoy exist, so that tips of one or the other may be fabri­
cated for the 25=kilowatt spot-welding maChine when investigations of tip 
material are finalized., 

Performance data vmre obtained for a Udimet 700 tip used in 
welding thin gages of Cb (D-31), Mo-0.5Ti, and 304 stainless steel (half­
hard), at a number of different machine settings. 

A total of approximately 1200 welds was made, 100 of which were 
on 0.010-inch 304 stainless steel, included in the study for control pur­
poses. Weld strengths were tabulated for approximately every 'hwenty-fifth 
weld .. 

It was determined that the tip required hand dressing or re­
grinding after 20 to 40 welds. The Udimet 700 tip was discarded after 
approximately 1200 weldse 

Although substantiation of the contention is required through 
additional study, it does appear that work to date in this phase has 
demonstrated that both Astroloy and Udimet 700 are satisfactory as tip 
alloys for w~lding the refractory metals. Performance of these materials 
appears improved after heat treatmento 

In these initial tip-performance studies, the anvil surface for 
the acoustic terminal element was fabricated from Astroloy in the as-cast 
condition. Occasional surface pitting was observed, and it was necessary 
to re-position the anvil a.fter every 20 to 40 welds. Surface regrinding 
was perfonned after approximately 150 welds. Pitting was particularly 
noticeable When Mo-0.5Ti was being welded. 

One cast-Astroloy-faced anvil was discarded after approximately 
1600 spot-welds, and another after 1200o In an effort to rectify this 
situation, and to bring service life up to what is regarded as a more 
sati~factory level, heat-treatable rolled Astroloy plate is being used to 
make new anvil faces., Follm·ring heat treatment, the Astroloy plate vTill 
be brazed onto the anvil surface, and evaluations thereof will be made as 
a part of the tip-material studies .. 

TIP GEU1ETRY 

Throughout the ev·olution of the ultrasonic welding process to the 
present state of the art, we have almost lnvariably used a spherical-radius 
sonotrode tip and a flat passive anvil, except when this combination was 
unsuitable for work-pieces of a specific geometrye 

12 
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A. Astro1oy 

B. Udimet 700 

Figure 1 

FHOTrniCROGRAPHS OF HEAT-TREATED ASTROLOY AND UDIMET 700 

Magnification: 500X 
Etchant: HF+HN0

3 
+H

2
0 
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A recently developed3 high-powered torsional welder yielded more 
efficient -welding, with less deformation of the weldment and a generally 
more satisfactory weld quality, than is currently realized when spot welding 
the same materials. The main difference between the torsional welder and 
the spot welder is that the stress field at the weldment for the former is 
predominantly one of shearo On this basis, such a stress field will permit 
more successful welding of the refractory-type materials, and lessen the 
tendency for cracking which is occasionally observed in spot welding these 
materials. 

A detailed analysis and considerable experimental work is required 
to confirm or refute this hypothesis. However, if indeed this theory is 
correct, then a modification of the spot-welding sonotrode tip geometry to 
increase the in-plane shear stress component, and decrease the in-plane 
tensile stress component, should largely eliminate whatever residual cracking 
tendencies remain. 

Appendix B is concerned with the geometric changes that can be 
made to a spot-welding sonotrode tip to achieve this ende The analysis 
consists of computations of the initial contact area for tips having a 
range of values for the principal radii, and comparison with initial areas 
of contact for the case of a spherical tip and a nat anvil. 

'rhese data provide reference information for tip designs and con­
firmatory welding tests. 

14 
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TI o EQUIPNENT DEVELOPMENT 

rtTHE CONTRACTOR SH.ALL DESIGN AND CONSTRUCT AN ULTRASONIC 
JODHNG UNIT IN ACCORDANCE WITH THE APPROACH OUTLINED IN 
PHASE I" 

Work on the critical components of the 25-kilowatt ultrasonic 
welding machine has continued, and problem areas are being resolved. Fol­
lowing are details of the work done during this report period: 

'tRANSDUCER 

TRANSDUCER DESIGN AND TEST 

Studies oriented to the development of ceramic washer-type trans­
ducer assemblies capable of handling 6 to 8 kilowatts of electrical power 
(as discussed in detail in the first quarterly report of Phase II) were 
continued. 

The 2 kilowatt- and the 3.3-kilowatt units were assembled and 
tested up to input power levels of 600 and 1250 watts respectively. Dif~ 
ficulties precluded testing to design power levels. 

A failure in the acoustical energy absorber, which is used as a 
reference standard (1) for establishing the performance level of these 
transducers, resulted in a sudden unloading of the 2-kilowatt unit. Con­
comitantly, there was a rapid increase in the drive voltage, with arcing 
in the electrical plug adaptor, and across the ceramic elements. 

A rework of the absorber introduced a delay in the transducer 
development effort. However, since reassembly, testing of the 3.3-kilowatt 
unit was initiated, and several improvements in the ceramic transducer 
assemblies have been instituted. 

Much of the progress in the development work is based upon 
measurements taken from the use of the acoustical energy absorber. So 
that understanding of subsequent tabular data may be facilitated, a re­
summary of its operation is hereby given. 

The acoustical energy absorber is comprised of a highly absorbing 
medium fer acoustical energy delivered thereto, and copper, water-containing, ~ 
cooling tn'&s to carry away that enerey which is degraded to heat o Electrical 
heating elements are spiral-wound over this medium, so that direct-heat en­
ergy derived from the electrical power line can be delivered to the medium, 
and ultimately into the water.. The amount of water flow is accurately main­
tained~ as well as the temperature of the input and output water. 

15 
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rate~ and water input and output temperature, 
supplied to the heating coils corresponds to 
degraded into heat. 

A further confirmation is obtained from calorimetric computa­
tions of the heat power (~) lost to the water. This, too, corresponds to 
both of the above" Thus A ... E :Be H .. 

p p p 

The electrical high-frequency input power (~) supplied to the 
transducer is monitored by a high-frequency wattmeter. The conversion 
efficiency A /I is then defined by the ratios Ap .... ~ ,. Hp • 

p p r r r p ., p 

TRANSDUCF..R EVALUATION 

The first ceramic-driven 2=1Cllowatt unit, utilizing the tension­
shell concept, was assembled and tested by delivering power into the acous­
tical energy absorber at input levels up to 700 watts. Minor difficulties 
associated with voltage breakdown in the plug adaptor at the 70D-watt level 
led to arcing adjacent to the ceramic elements, and delayed tests at higher 
power.-

The performance of the ceramic unit, and the power·~conversion 
efficiency realized, are presented in Table II. The projected 60-percent 
ener~-conversion factor discussed in Phase I (see ASD Interim Report 
7-888(II), Table 28 and page 99) was exceeded. Actually, a power-conver­
sion efficiency of about 80 percent was achieved. 

The 2-kilowatt unit was revised to incorporate improved electri­
cal connections and was performance-tested at higher power levels. The 
unit r~ll be utilized in actual welding equipmento 

The 3.3-kilowatt ceramic transducer was also tested at power 
levels up to 12)0 watts during this period. Table III contains a SummaF,1 
of these data. Electrical driving characteristics were established, and 
conversion efficiencies were obtained over this range. 

These units were designed for non-"heat-limitedn operation over 
their design range. Small radial holes are provided in a central metal 
washero Cooling is achieved by passing dry compressed gas through these 
holes so that the ceramic elements do not overheat. Difficulties were en­
countered with the 3.3 kilowatt unit resulting from small chip-like Teflon 
particles from a Teflon insulating sleeve clogging the cooling holes. Sub­
sequent overheating led to failure in the ceramic units at the 1250-watt 
level. 

Corrections have been made to preclude such failures, and an 
entirely new cooling method utilizing small interconnecting passageways 
for controlled liquid cooling is contemplated for use on the final 
6o6-kilowatt transducer~ 
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Transducer 

Nickel 

2 R.W PZT-4 

Ceramic 

Table II 

ST»fi1.l\.B.Y OF ACOTJSTICftL ENERGY ABSORBER DATA FOR A NICKEL AND A 

CERAMIC (PZT-4) TF.ANSDTJYJER UNIT OF 2-KILCWATT PCMER-HANDLING CAPACITY 

InEut Power Water TemEerature Water Power Absorbed 
Transducer To Heater Inflow Out now Flow by \iater 
Pl (watts), P2 (watts) (•c) c•c) ( f§ll/ seo) P3 (watts) 

Transducer Efficiency 

P2/P1 P3/P1 
(percent) (percent) 

1000 0 23.5 37.0 6.31 356 36 
0 350 23.5 37.0 6.31 

1650 0 23.5 50.0 5.26 583 
0 575 23.5 50.0 5.26 

500 0 23.5 37.5 6.31 370 74 

0 370 23.5 37.5 6.31 74 
600 0 23.4 42.6 6.31 507 84 

0 480 23.4 42.6 6.31 80 

300 0 23.0 33.7 * 
0 200 23.0 33.7 67 

* Water flow was not acct~ate1y measured. 
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• 

Table III 

TEST DATA AND C~~RSION EFFICIENCY OF 

3.3-KILOWATT CERAMIC-TRANSDUCER ASSEMBLY 

-
InEut Power (watts) Water Tempe Water Power Transducer 

To To c•c) Flow Absorbed by Efficiency 

Transducer Heaters Rate Water (watts) (;eercent) 

0'1) (P2) Input Output (f!}R/see) (Pj) P2/Pl Pj/Pl 

0 200 23 34 4.1 
300 0 23 34 4.1 190 67 63 

0 35'0 23 42 4.1 
500 0 23 42 4.1 330 70 66 

0 600 23 57 4.4 
750 0 23 51 4.4 630 80 84 

0 925 23 61 6.2 
1000 0 23 61 6.2 980 93 98 

0 925 23 62 5.6 
1000 0 23 62 5.6 920 93 92 

0 870 23 77 4.2 
1250 0 23 77 4.2 788 75 63* 

* System Failed 
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The cerarrric-transducer assemblies as originally conceived and 
designed remain essentially unchanged. Of the two problems encountered 
in this development effort, only one was associated with the transducer 
per se, and that problem is being circumvented by use of a closed-loop 
liquid-cooling system for the 6.6-kilowatt unit. 

The detailed design of the 6.6-kilowatt unit is complete, and 
the non-critical components will be fabricated during the next quarter. 

COUPLERS 

GEfl1ETRY 

Consideration of the wedge-reed design for the high-power 1-relder 
introduced two factors which evolved as the u1 trasonic process became 
better understood, m1d which were not taken into account in the design of 
the 2-kilowatt and 4-kilowatt systemse 

In a perfectly loaded system - that is, one for which all of the 
mechanical power supplied from the transducer is absorbed by the load or 
-vreldment - the t-redge-reed joint should coincide with a flexural ant in ode 
on the reed. It has been empirically established, however, that for best 
transfer of power from the transducer to the reed and ultimately to the 
weld, the driving point on the reed is displaced from the flexural loop 
positiono The effect of driving off of the loop introduces a flexural com­
ponent into the driving coupler. Furthermore, if the driving coupler is 
excessively "stiff", the stress operating at the junction is high. Although 
this has not been a problem in the 4-kilowatt machines, the stresses at the 
,junction associated with the 12-13-kilowatt power level will lead to unac­
ceptably-low joint life. 

During the period covered by this report, a 4-kilowatt coupling 
system 1<rhich had been sculptured to provide the flexural relief was tested. 
The unit was successfully used to weld 2024-T3 structural aluminum alloy. 
A great deal of ultrasonic welding background information is available on 
this alloy, in gages of 0.040 and 0.063 inch. 

After the performance level was established, the sculptured section 
was curved~ as shown in Figure 2, to simulate the general geometry of the 
final coupling system. 

Evaluation data are given in Table 4. Performance levels of 
standard 4-kilowatt welding machines are included for reference. 

The following conclusions result: 

1. The performance capability of the aluminum bronze coupler exceeds that 
of standard steel units. 
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Figure 2 

CURVED ALUMINUM-BRONZE COUPLER 

(Curved section indicated by arrow - see Figure 14, ASD 
Interim Report 7-888(II) for significance of this ehange 
in eoupler geometry.) 
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Table IV 

EVALUATION OF 4-KILOWATT WISHBONE SYSTEM 

WELDING 2024-T3 BA.llE ALUMINUM ALLOY 
"'~-~..., 

l·!aterial Clamp Weld Number 
Weld Strength 

Gagel! Powerj ForceS~ Time$ of Average Range St'd Dev., Dev:I.atior1 
Systems* inch watts pounds seconds Specimens pounds pounds pounds percent 

A 0.040 2000 900 1.5 100 1030 340-1240 160 

B 2400 Boo 1.5' 36 950 720-1040 80 

c 2400 700 1.5' 100 950 80 

A 0.050 3700 1000 1.5' 20 1050 660-1240 170 

B 3700 1000 1 .. 5 20 1010 440-1320 260 

c 3800 1100 1.5 100 1070!133 

A o.o63 4000 1100 1.8 24 1520 950-1750 230 

B 3700 1100 1 • .5 8 1010 76D-1250 145 

3 800_:356 

c 3800 1100 1.5 6 930 580-1500 

3 1030:BSO 

* System2 A = 4-kilowatt straight-~r.ishbone system 
B - 4-kilowatt bent-wishbone system 
C = 4-kilowatt standard system. Typical values obtained by pooling data from several 

ultrasonic welding sYStems., Originally published in Aeroprojects Engineering 
Report No. 12 for Contract No. DA-36-034-0RD-24241 Army Ballistic Missile Agency.9 
Redstone Arsenal, Huntsville, Alaba~~, Julyl958. 
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2 e Sculpturing to provide i~e:x:ural relief appears to improve performance. 
Additional work will be required to confirm this .. 

3e Bending of the coupler through the 4-1/2° that simulates the system on 
the final welder results in a decrease in the performance. However, 
the level is still acceptable, as the data are superior to that for 
the reference systemo The necessary clearance can be provided in the 
final unit by bending through only 2-1/2°. Thus, most of the per­
formance decrease can be recovered. 

REED 

A theoretical analysis, derived previously (6), considered the 
characteristic impedance for nexural waves in a slender rod. This analysis 
served as a guide for the joint design between the wedge-coupling element 
and the reed. However, the maximum power that can be handled by an ultra­
sonic system, utilizing the flexural vibratory mode in a coupling element, 
has not been considered., Since the need was apparent for such an investiga­
tion, particularly for defining operat~ limits, the theoretical study 
(Appendix A) was made in an effort to (1) establish a power-capability 
criterionp (2) delineate limits that might exist, and {3) indicate the 
effect, if any, of geometrical variations on the power-handling capability 
of the system .. 

The work indicated that, for equal impedance at a given frequency, 
a reed of square cross section will transmit 1.3 times as much power as a 
reed of circular cross section without increasing the associated stresses. 

On the basis of this, a 4-kilowatt-capacity square reed and asso­
ciated supporting mass were designed and released for fabrication. This 
reed will be incorporated i.nto an existing welding system for confirmatory 
evaluation., 

Design criteria for a reed must take into account its resonant 
frequency as a free element 1 the standing wave pattern which exists between 
the drive point and the mass during power delivery, and the variation of 
this pattern with time., 

These factors will be studied, and any necessary modifications 
undertaken on the 4-kilowatt system. 

A 12-13-kilowatt capacity reed of square cross section was designed 
for use on the final machineo It is being released for fabrication with ex­
cess material in the critical areas, for final adjustment after bench-checking 
for frequenay characteristicse 
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POWER=FORCE PROGRAMMING 

The power=force programming (PFP) circuit is designed to permit 
operation of the heavy-duty welder with both the power and the force pre­
programmed 1d thin the selected weld interval, Both of these variables 
are controlled through a pin-board on which the desired power or force 
variations with time are preset. Figure 3 depicts one possible combina­
tion setting for both power and force. As the unit is designed, the weld 
interval as set is divided into 10 equal increments so that the level of 
power and clamping force (each of whose maximum preset value is likewise 
divided in 10 equal increments) can be adjusted to vary in 10 stepwise 
increments during the weld cycleo 

During this report period the control circuitry components were 
assembled, wired, and the response at several time increments determined. 
Figure 4 shows the timing circuit assembly for the power-force programming 
unit. 

Figure S contains oscillograms taken at the maximum and minimum 
time intervals for the circuit. 

Each step in Figure SA and B represents the voltage at the con­
trolled relay that is activated during the particular interval. In Figure SB 
it will be noted that the intervals are not identical. This is due to dif­
ference in circuit constants. Variable series resistors are being incorpo­
rated for initial precision adjustment, and to provide adjustment to accom­
modate aging effects for the time-controlling components. 

The components associated with the control of the clamping force 
have been received. These may be incorporated into an existing 4-kilowatt 
spot welder during the next quarter, and evaluated. 

POWER SOURCES 

MOTOR At TERNATORS 

The efficacy of using variable-frequency alternators for powering 
ultrasonic welding equipment has been established. 

The necessary frequency control, and frequency-stability require­
ments under pulse-load conditions for a motor-alternator system powering 
ultrasonic welding equipment have been determined. This was demonstrated 
in the successful .. continuous operation of a 7 .S-kilowatt unit in a nilot-
plant-type demonstration covering a period of 3-1/2 months. A 

Figure 6 is a photograph of this unit. rn this particular 
arrangement, the drive motor is on a common line with the alternator. 
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Figure 3 

PROGRAM SELECTION BOARD 

Figure 4 

TIMING CIRCUIT FOR POWER-FORCE PROGRAMMING UNIT 
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A 

Total Set Time: 10 sees. 

B 

Total Set Time: 0.10 sec. 

(only 7-1/2 steps shown) 

Figure 5 

OSCILLOGRAMS SHOWING THE RESPONSE 

OF THE TIME BASE CONTROL cmCUIT 



Figure 6 

MOTOR ALTERNATOR WITH POWER SOURCE AND VARIABLE FREQUENCY TRANSMISSION 
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Spe'Clifications for the motor-alternator power source for the 
heavy~duty welder are based upon these data, and are being established in 
conferences with the various component manufacturers. Cost and delivery 
information for the large power unit have been obtained, and procurement 
of the necessary components will followe 

S\·ITTCHING 

The details associated with the switching requirements were 
covered in the first quarterly progress reporte Specifically, it is 
necessary to switch up to the full output power of the alternator, and 
also to s~dtch dummy resistors into and out of the power transmission line 
to provide the step power variations for power programming. 

During this period a series of performance tests was conducted 
in which switching of both full load, and partial loads, such as will be 
encountered during step switching for power-force programming, was 
evaluatede 

The initial response of the solid-state switches as established 
by earlier bench-type tests was reproduced. At full power, the solid-state 
s~rltches were found to be sensitive to the voltage-current phase relation­
ship existing in the transmission line at the instant switching is initiated. 
If the phase relationship existing in an open-circuit line is greatly dif­
ferent from zero, triggering of the switch is unreliable. 

Switching of partial loads into, or out of, a loaded transmission 
line is straightforward. Rapid and reliable switching was achieved. 

Successful triggering of the solid-state switches from no load 
to full load was not completely satisfactory. It is possible to achieve 
more reproducible triggering by maintaining a resistive load on the alter­
nator at all times, and switching from this load to the transducer on the 
vJelding machine for welding~ Hmvever, this arrangement introduces an 
additional element in the control circuit which we consider undesirable. 
Accordingly, data on remote-controlled magnetic contactors 1~re reviewed, 
and it anpears that the necessary "on-off" response can be achieved. Mag­
netic contactors will be incorporated into the machine as the primary 
s-vritching elements., Switching of the partial loads for pm..rer programming 
re~1ires more rapid response than is generally achieved with magnetic con­
tactors, and solid-state switches may have to be used for this control 
functione 

STRl~TURAL DETAILS 

Design of 
which satisfies the 
has been completedo 
completed., 

the welded framework for the 25-kilowatt machine, 
requirements set forth in ASD Interim Report 7-888(II), 
The various welding control circuits have also been 

27 



AEROPROJECTS INCORPORATED 

The design of the basic structure and components was independently 
reviewed by recognized authorities* for compliance with established machine­
structure standards for large units. A stress analysis was also carried 
out to ascertain adequacy of the structure for torsional rigidity and elas­
tic deflection of the beams under the expected maximum clamping forces. 

It was shown by this analysis that adequate torsional rigidity is 
provided. The maximum deflection will probably not exceed 0.010 inCh pro­
vided the side support tie-pins between the frame and extension beams are 
rigid. Tapered pins will be utilized, to assure freedom from looseness in 
this area, and to meet the above criteria. 

Figure 7 is a drawing of the general arrangement of the machine, 
showing also the instruments and cabinet arrangement. 

The controls as sho~~ are located for maximum ease of operation. 
Those controls to the left of center are associated with the various se­
quential control steps of the machine, while those on the right provide 
for the ultrasonic power and vibratory power monitoring instruments. The 
right side is designed to accept standard 12-inch by 18-inch cabinet front 
panels onto which the necessary control components and instruments will be 
mounted .. 

FORCE SYSTEM 

The force system for this machine will incorporate a pneumatically 
driven hydraulic booster system (Miller Flow Power, Melrose Park, Illinois) 
which will be used to provide a high-speed advance for contacting the work, 
and to apply the required clamping force. 

Variations in the clamping force for programming will be accom­
plished by varying the position of an underlapped servo value. 

* Stulen Engineering Co. 
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Figure 7 

INSTRUMENT AND CABINET ARRANGEMENT FOR 25-KILOiAATT WELDING UNIT 
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APPENDIX A 

T!lli: TRANSMISSION OF ULTRASONIC POWER BY 
FLEXURAL WAVES ON A SLENDER BAR 

It is shown in a previous studY*, Eq. (22), that the characteristic 

1!npedance of' a uniform slender bar for flexural waves is given by 

zr • Af>Ct.lii: 
where A is the area of the cross section 

p is the density 

C£. is the bar velocity (E/p)112 

~(=2nf) is the angular frequency 

(l) 

k is the radius of gyration of the cross section about the neutral 
axis .. 

flexural impedance equals the impedance for longitudinal waves Ape~ 

times the dimensionless factor ((A) k/cJ)1 / 2 which depends on frequency, the 

shape of the secticn and the bar velocity of sound. The power transmitted 

by flexural waves going in one direction along the bar is then 

p "" 1/2 (2) 

w+lere ~ is the peak amplitude of the flexural waves. The factor 1/'l. in 
0 

Eq., (2) averages the sinusoidal time dependence of the flexural wave, 

which takes the form 

(3) 

The angular wave number K is given by 

K~~ (4) 

a.:J derived in the original work*, Eq. (19). 

* E1more 9 We Ce~ "Characteristic Impedance of Rods Used for Transferring 
Ultrasonic Powertto 
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In the present report we shall examine how an upper limit to the power 

that can be transmitted is set by the stress fatigue limit and other material 

properties of the bar, as well as by certain geometrical factors related to 

the size and shape of the cross section of the bar. In a previous report by 

W. c. Elmore, "The Limitation on Amplitude Set by Maximum Strain Energy in 

Vibrating Systems", the effect of the stress limit on the amplitude of free-

free flexural vibrations on an unloaded bar has already been considered. 

Here we are concerned with power transmission, and how the maximum power 

level can be reached by proper design of the flexural transmission line. 

Let us consider first the relation between maximum surface stress ,-

and the amplitude 11t, of the flexural wave. The following equations, 

proved in accounts of beam theory, pertain to this caser 

2 
M • Mh • Ehd'YI.. 
g T' dx2 

where M is the bending moment at any point x; 

3 = I/h is the so-called section modulus; 

(5) 

h is the distance from the neutral axis to the most distant point 

on the section; 

I •Ak2 is the moment of inertia of the section about the neutral 

axis; 

d~/dr2 is the curvature of the neutral section, here caused by the 

flexural wave. 

From Eqs. (3) and (4), 

2 4 = -K2>t = - c:\ '1. 
dx CJL 

(6) 

32 



ABROPROJIIECTS INCORPORAT.D 

On substituting this value for the curvature into Eq. (5), and disregarding 

the minus sign having to do with phase, 

,. Eh~ Yt 
d'" max c .l k '"'ll1aX (?) 

This equation may be rewritten to show that the maximum (particle) velocity 

permitted is 

(8) 

which therefore depends on the geometrical factor k/h and the material 

factor tr max./ {EP • On introducing this m.aximum particle velocity into 

Eq. (2) and using Eq. (1) for the impedance, 

Pmax • 1/2 ~ ~/2 J • ~l/2] • (9) 

Equation {9) shows how the maximum power that can be transmitted de-

pends on a geometrical factor, the frequency and a material factor. The 

equation can be somewhat misleading, however, in that the three factors 

are inter-related by the requirement that the dimension of the bar in the 

plane of the fle~·al wave (its "depth") must be kept small compared with 

the wavelength )L Let us therefore introduce this limitation into Eq. (9) 

by writing 

h ... ~A (10) 

where oC is a pure numeric whose maximum value would appear to be approxi­

mately 1/8, that is, the bar should have a depth no greater than one .. 

quarter of the wavelength of the flexural wave. Since, by Eq. (4), 

(11) 

33 



AEROPROJECTS INCORPORATED 

the maximum frequency that can be used with a given bar is given by 

(12) 

If now we introduce this maximum frequency into Eqe (9), 

(13) 

Which shows that the maximum power that can be transmitted is proportional 

to the area of the bar~ a shape factor (k/h)3 and a material factor 

....,.. 2; t/PE , which is identical with that limiting power transmission by 
"max 
longitudinal wavesa LSee, for example, Appendix E, "Fundamentals of Ultra-

sonic 1-Telding'•, Eq., (9)]., To reach the maximum set by the material factor, 

and the geometrical factor (area times shape factor) it is of course neces-

sary to operate at the frequency specified by Eqe (12) with ct as large as 

possiblee One may look upon Eq., (12), in fact, as defining the value of ~ .. 

If a frequency is used less than ~ax' (corresponding, for example to 

Gl:<l/8) then Eqo (12) must be solved for the smaller value of c::t: to be used 

in Eq. (13) in computing the upper limit to power transmission for the 

given flexural transmission line., If we denote by 't'max' its highest per= 

missible value, corresponding to the frequency ~max' then at lower fre-

quencies 

(14) 

(It would appear that an experiment should be done to test the assumption 

that tt: "" l/8 is a practical upper limit to the half-depth to ¥rave-max 

length ratio.,) 
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Some practical implications will now be consideredo In making use of 

t.hem one must bear in mind that i.f a load is not matched to the impedance 

of this, or any other transmission line 9 the resultant standing wave pattern 

will reduce the maximum power that can be delivered to the load.. Thus, if 

a standing wave ratio of 10 exists on the line~ the power that can be safely 

delivered is reduced by a factor of lOo Any attempt to increase power de-

livery by increasing input power will over=stress the surface regions of 

the bar~ and ultimately lead to fatigue failure .. 

Bar of Circular Seotionc Let us first compute P for a circular steel max 

rod, one-inch in diameter .. for which p = 7.84 f!Jfl/cm\ Cf. = 5 .. 17 x 105 

cm/sece E = 2 ol X lo12 dynes/cm2 and t"': "" 109 dynes/cm2 (Nl5,000 psi). max 

Then h "" 1.,27 em, k/h "" 1/2.~ and assuming that It = 1/8, 

5 
fmax ~ 2rr (lj8) 2 x 5~171~2~0 1/2 = 20~000 cps 

The maximum power (with unity standing wave ratio) is 

18 
P = n2/8 (1 .. 27)2 (1/8) 10 

max V7 .. 84 x 2.1 x 1012 

= 6.13 x 1010 ergs • 6,130 watts 
sec 

If the line is used at 159 000 cps, the maximum power~ by Eq. (14), will 

be about 86s6 percent of this value, or 5,310 wattso 

In comparison~ the maximum power that can be transmitted by longi-

tudinal waves, on the same bar by Eq., (9) of Appendix E, "Fundamentals of 

Ultrasonic Welding», is 

,r:.2 
pmax = 1/2 A m 18 

= n/2(le27)2 10 

fr~B4 :x 2.1 x 1o12 

(15) 

~ 6.24 x 1011 ergs/sec ~ 62~400 watts 

35 



AEROPAOJECTS INCORPORATED 

which is approximately ten times greater (32/n). For longitudinal waves the 

frequency can have any value up to a maximum that makes the radius of the 

transmission rod an eighth of a wavelength. The maximum frequency is therefore 

f "" _e = ~ (16) 
max '-min Ba 

which, for the present example, gives 

5.17 X 105 ... ~ 

8 X lo27 51,000 cps. 

Bar of Square Section. Next consider a steel bar of square section one inch 

on a side of the same materiaL. Again h = 1.27 em, but k = h/v'3 and 

A "" 4h2 
o Hence 

= 12,000 watts, 

ergs 
see 

which is nearly twice the power the bar of circular section can accommodate. 

The maximum frequency, at which this power can be delivered, is 

5 = 2n (l/B)2 5.17 x 10 
1.27 

1 
~ = 23,100 cps 

due to the more favorable shape factor. At 15 kc/sec, the maximum power 

is 80o6 percent of that at f , or about 9,700 watts, as compared with max 

5,300 watts for the bar of circular section. Hence at 15 kc/sec, the 

increased area and shape factor result in an 83 percent increase in the 

capacity to transmit power. The impedance of the square bar is 37% greater 

than that of the circular bar because of the increased area and shape factor. 

A square bar whose impedance equals that of a circular bar can trans-

mit 1.3 times as much power without stress overload, ~ ~ ~ ~ 
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operated ~ ~ ~ frequency. For equal impedances at a given frequency, 

it is found from Eq. (1) that the diameter of the circular bar must be 

13.3 percent greater than the thickness of the square bar. 

Bar of I Section. As a final example, let us consider the bar having the 

section shown in Fig. 1 

4/)h 

L......-__. 
l/3h 

t~/6h 
For this shape it is found that 

It 16 h2 
A Ill 9 J I • 244 h4 k/h ... O. 752 m ' 

Fig. 1 --

Using the same material properties as before and making h • 1.27 em, 

Eq. (13) gives 

Pmax = 1t (lj8) ¥-(1.27)2 (. 752)3 

= 11,800 watts, 

at the frequency 

f "" 2n: {1/8)2 5el7 X 105 ( 752) 
max 1.27 • 

a 30,000 cps. 

At 15 kc/sec, the maximum povrer would be 8,350 watts, as compared with 

5,300 watts for a circular bar of one-inch diameter and 9,700 watts for 

a one-inch square bar. 
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The one-inch I section has an impedance at 15 kc/sec of 1930 kg/sec; 

the one-inch square bar an impedance of 3800 kg/sec; and the one-inch 

circular bar an impedance of 2780 kg/sec. The low impedance of the bar 

of I section means that such a bar can deliver considerably more power, 

relative to the bars of other sections, when the load has a very low 

impedance, such as IUJ.Y occur in welding. If the bar of I section has the 

same impedance as a bar of circular section (which requires that 2 h be 

17.5 percent [~eater than the diameter of the circular bar) the maximum 

poNer that can be delivered at the same frequency is 2.3 times the power 

that can be delivered by the circular bar. It is evident that bars having 

a high section modulus make the best transmitters of ultrasonic power by 

flexural waves. 
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APPENDIX B 

CONTAC'r AREA BET:NEE'!-1 T\tJO BODIES HAVING Tt-10 PRINCIPAL RADII 

Two elastic bodies forced into contact 9 and originally having princi-

pal radii ~' R{ and R2$ R{ respectively at the contact region, have a 

contact area that is elliptical :d th semi-axes given by 

where 

- 1 
h~ p (~ + k 3 

a=ml~ A+B 

P ~ contact force 

1- 0"'2 
k "" 'lTE 

If"' "' Poisson's ratio 

E ,.. Young us modulus 

A~ B are quantities depending on ~' ~, R
2

, R
2

' as defined below, 

m, n are constants depending on A and B, which are found by the 

use of the .table. 
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As shown by Love 9 

2 (A + B) 

4 (A c• B) 
2 

a (~ - ~ 2 

+ (~2 - ~0 
2 

• 2~ - ~ ~ - kpcos 2 ~ 
where (A) • angle between planes eontaining ~ and R

2
• We a.re concerned with 

the case in which R2 "" R{ ""' ~:r '1-lhich is representative of a nat anvU. 

Then 

2 (A+ B)~~ ~ 

2 (A - B) = ~ -55 Hence 

If one defines a parameter Q such that 

B = A R - R' 
Cos Q "" A+'13 ""' R"+lt 
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Q = 

m"' 

n ""' 
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Then rn and n are determined from the following table (Timoshenko and 

Goodier, p., 379). 

30° 35 40 45 50 55 60 65 70 75 80 85 
- -

2.731 2.397 2 .. 136 1.926 1 .. 75'4 1.611 1.1.~86 1.378 1.284 1.202 1.128 1.061 

0 .. 493 0.530 0 .. 567 0.604 0.641 0 .. 678 Oo717 0.759 0.802 0.846 0.893 0.944 

From the foregoing one may calculate the max. pressure at the center s ~ n!b , 
as well as the area of contact ~ nab 

The attached figure presents a set of curves relating contact area to 

the major principal radius for a series of values of the minor radius. 

The curves show the actual area, for typical elastic constants, and a pres-

sure of 1000 lbs, as well as a scale applying to other elastic constants 

and pressures .. 

REFERENCES 

1.. Love,j A Treatise on the Mathematical Theory of Elasticity, p. 192, 

Dover Publications, New York, 1944. 

2. Timoshenko and Goodierj Theory of Elasticity, p. 372, McGraw-Hill 
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P "" load 
2 

k ~ t.:={.. 
TIE~ 

c- = Poisson's ratio 

E =Young's modulus 

R' ::: 
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Typical Parametersg 

E = 30 x 106 lb/in2 

r- o.3 
p ""1000 lb 

3.o 4.o s.o 6.o 7.0 B.o 
l"!ajor Radius, R, in inches 
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h2 

?.0 

6.0 

5.0 

4.0 

3.0 

2.0 

1.0 

11.0 

p.. 

~ 
~ 
"' l'xl 

~ 
() 

•rl 
P· ?> 

E-l 

J.t 
0 
!f.! 

"' ('I'\ 

J 
0 
rl 

M 
Ill 
II) 

.g 
?i 

Q) 
f.; 
rn ::t 
Cl' 
Ul 

~ 
•rl 

+' 
(.I 
C!l 
+' 
~:; 
C• 

0 

C+-i 
C> 

~) 

~: 
< 



1 

2 

1 

1 

1 

1 

1 

1 

1 

AEROPRO~ECTS INCORPORATED 

DISTRIBUTION LIST 

Accoustica Asaociates 
Attn: R. ,J e Hurley~ I~iana.ger 

10400 Aviation Boulevard 
Los Angeles h5~ California 

Aerojet-General Corpe 
Attn: Kermeth F. Hundt, Vice Pres., Mfg. 
6352 Irwindale Avenue 
Azusa, California 

Aeronca Mfg. Corp., 
Attn: L. c. V<Iolfe, Chief Engineer 
1712 Germantown Road 
Middletown, Ohio 

AiResearch Manufacturing Goo 
Attn: Chief Engineer 
4851 Sepulveda Blvd o 

Los Angeles 45 9 California 

American Machine & Foundry Co., 
Government Products Group 
Alexandria Division 
Attn: J. D. Graves, General I-lanager 
1025 North Royal St. 
Alexandria 9 Virginia 

Armour Research Foundation 
Illinois Institute of Technology 
Technology Center 
Attn: Director, Metals 
10 West 35th Street 
Chicago 16, Illinois 

1 

1 

1 

1 

2 

2 

Avco Corporation 1 
Nashville Division 
Attn: Mre W. F. Knowe, Mgrc Design Eng. 
Nashville 1, Tennessee 

Avco Corporation 
Nashville Division 
Attn: Mro F. A. Truden, Y~g. Divu 
Nashville 1~ Tennessee 

Avco Corporation 
Research and Advanced Development Div. 
Attn: Director of Research 
Wilmington, Massachusetts 

1 

1 

a 

Beech Aircraft Gorp. 
Attn: Mr. Eo Utter, Chief Structures 
Wichita 1, Kansas 

Bell Aerosystems Company 
Attn: R. W. Varrial, Manager 
Production Engineering 
P. o. Box 1 
Buffalo 5, New York 

B. M., Harrison Electrosonics, Inc. 
Attn: Bertram Mg Harrison, Pres. 
80 \'linchester Street 
Newton Highlands 61, Massachusetts 

Bendix Products Division 
Missiles Department 
Attn: Chief, Airframe Design Group 
400 Sc Reiger St. 
Mishawaka, Indiana 

Boeing Company 
Attn: Boyd K. Bucey, Asst. to 

Vice Pres.-Mfg. 
P. o. Box. 3707 
Seattle 24, Washington 

Boeing Company 
Attn: c. C .. Lacy, Manager 

Research & Development 
Aero~Space Division 
P. 0. Box 3707 
Seattle 24, Washington 

Boeing Company 
Attn: Fred P. Laudan, Vice Pres. 

Manufacturing-Headquarters Office 
P. 0. Box 3707 
Seattle 24, Washington 

Boeing Company 
Wichita Division 
Attn: w. w. Rutledge, Mfg~ Mgr. 
Wichita, Kansas 

Cessna Aircraft Corporation 
Attn: R. L. Lair, Vice Pres. & Gen Mgr 

Prospect Plant 
Wichita, Kansas 



1 

1 

1 

1 

1 

1 

1 

1 

1 

1 

Chesap,~ake Ir~str:nnent Corpcration 2 
A-tt.n: Dir,.,,ctor Research & Development 
Shad,yside, Maryland 

Chr·ysler HL5s Division 
Chrysler Corporation 
Attn~ Chief Design Engineer 
P. Oo Box 1919 
Detroi.t 3lj Michigan 

Circa Ccrpora tion 
Attn: Benson Carlin, Vice President 
51 Terminal Avenue 
Clark 3 New Jersey 

Convail• Dht;:don of' General 
Dyrw.mics Corpo 
Attn; Rc K. !"lay Chief~ 

Hfg. Hes o Dev o Engrg. 
P. Oo Box 5907 
Fort v~·orth, Tex.-:ts 

Convair' Divo of General Dynamics Corpo 
Attn: Ao T. Seeman, Chief of Mfg-Engr. 
P. a. Box 1011 
Pam1)na, Cal::ifornia 

Convair (Astronautics) Division 
General Dyna>nics Corporation 
Attn: J. H~ Fa.mme, Dir. of Mfg. Dev. 
P. o. Box 1128 (Zone 20-00) 
San Diego 12, California 

Curtiss-Wright Corp. 
Propeller Division 
Attn: LTo H. Sheets, Works Manager 
Fairfield Road 
Caldwell 9 New Jersey 

Curtiss-t'l'right Corpo 
Attn: H. Hanlnk,. New Process Mfg. 
Woodridgej New Jersey 

Douglas Aircraft Co., Inc. 
Attn: Cc B. Perry, Plant Supv. 
3855 Lakewood Boulevard 
Long Beach 8, California 

Douglas Aircraft Co.,, Inc. 
Attn: C. H. Shappell, Works ~~r. 
3000 Ocean Park Blvd. 
Santa Monica.., California 

1 

1 

1 

1 

1 

2 

1 

2 

b 

AEROPROJECTS INCORPORATED 

Dougl.ar:~ l;. i Co., 9 Inc. 
Attn: J". L. Jones, Vice Pres, Gen Mgr. 
2000 N. Memorial Drive 
Tt1lsa~ Oklahoma. 

Fairchild Aircraft & Missile Div. 
Fairchild Engine & Airplane Corp. 
Attn: E. E. Morton, Mfg. Technical 

Analysts 
Hagerstown, Maryland 

General Electric Company 
Attn: l1anu.fact.u.ring Engineering Res Lab. 
Cincinnati , Ohio 

Gen-eral Ili!ot r;rs Gorp. 
Allison Di.visicm 
Attn~ N. I" o Bratkovit}h 9 

P. Oo Box 
Indi.anapc1lis 6j Indiana 

Gulton Industries, Inc. 
Attn~ Walter Welkowitz 

Sup. JoL"ling 
Processes 

Directory F~search & Development 
212 Durham Avenu.e 
Metchen, New Jersey 

Harris ASd Division 
General Instrument Corp o 

Attn: Frank David, Chief Engineer 
33 Southwest Park 
Westwood, Massachusetts 

Lockheed Aircraft Corp. 
California Division 
Attn: J., B. Wassall, Dir. of Engrg. 
Burbank, California 

Lockheed Aircraft Corp. 
Missiles and Space Division 
Attn: Mr$ Don McAndrews 
Supvo Manufacturing Research 
P. 0. Box 504 
Snnnyvale, California 

McDonnell Aircraft Corp. 
Attn: E. G. Szabo, Mgr. Production Eng. 
Lambert-Ste Louis Mnnicipal Airport 
P. o. Box 516 
St. Louis 31 Missouri 



1 

1 

1 

1 

1 

1 

1 

1 

1 

1 

}1arq~Iardt Jt'ircraft Co .. 
Attn~ J. H. Norris$ "F'actory Ngr~ 
Box 
Ogdtm, Dta..~ 

t1a:tqua•,dt Aircraft Co. 
Attn: Joh:n S. Liefeld, Dir., of Mfg., 

Saticoy Street 
Van Nuys, Calif., 

The Har1;in Company 
Attn~ Cnief Engineer 
P~ 0., Box 179 
Baltimore 3.9 1JJ:aryland 

Hartin Mari.etta Corp .. 
Attm J. D. Best, Mgr .. 

Mfg. Res" Div .. 
Box 1'79;. Mail #P30 
Denver 1, Colorado 

The Martin Company 
Attn~ Lo J. Lippy, Dir. Fab. Div., 
Derrver, Colorado 

North American Aviation, Inco 
Attn! Chief Ehgineer 
Port Columbus Airport 
Col wnl::ms lA ~ Ohio 

North American Aviation, Inco 
At.tn~ Lath:m~ Pollock, Gen. Supv. 

Mfg .. Eng. 
Jnterr,ational Airport 
Los Angeles 45, California 

Northrop Aircraft~ Inco 
Attn: R. R. Nolan, Vice Pres. Mfga 
1001 E. Broadway 
Ha;.rt;horne, California 

North.:rop Aircraf·t, Inc. 
Norair Division 
Attn~ Ludwig Roth, Dir .. Research 

Engineering Department 
10U1. E .. Broadway 
Hal-rU10rne, California 

Hepubli.c Aviation Corp .. 
Attn~ Adolph Kastekowits!l Chief Mfg. 

Engr .. 
Farmingdale~ Long Island, New York 

1 

2 

1 

1 

1 

1 

1 

AEROP!tO.JECTS INCORPORATilD 

Prat.t & Whitney Aircraft Div .. 
United Aircraft Corporation 
Attn2 L. M. Raring 
Chief, Metallurgical & Chemical Lab. 
P .. o. Box 611 
Middletown, Conn. 

Commanding General 
Redstone Arsenal 
Rocket & Guided Missile Agency 
Attnr Chief, Space Flight Structure 

Redstone Arsenal, Alabama 

Rocketdyne Division 
North American Aviation, Inc .. 
Attnt R. J. Thompson, Jr., 

Director Research 
6630 Canoga Avenue 
Canoga Park, ~alif. 

Rocketdyne Division 
North American Aviation, Inc. 

Design 

Attn: Mr. J. Po McNamara~ Plant Mgr., 
P. 0. Box 511 
Neosho, Hissouri 

Rohr Aircra.ft Corporation 
Attn t Chief Structures Engr. 

P. 0 .. Box 878 
Chula Vista 9 Ca1ifo 

Rohr Aircraft Corporation 
Attn~ Burt F., Raynes, Vice Pres. Mfga 
P. 0., Box 878 
Chula Vista~ Calif. 

Ryan Aeronautical Company 
Attn~ Rnbert L. Clark, Mfg. Works Mgr. 
Lindbergh Field 
San Diego, California 

1 Sciaky Bros., Inc .. 
4915 W. 57th Street 
Chicago 38, Illinois 

10 Armed Services Technical Info. Agency 
Attn: Document Service Center (TICSCP) 
Arlington Hall Station 
Arlington 12, Virginia 



6 & Aeronautical Systems Division 
l repro Attn: Mfgo Technology Lab (A&~CT) 

Wright-Patterson Air Force Base, Ohio 

1 

l 

2 

Air For·ce Systems Command 
Attn: Mr .. C., W. Kniffin (RDRAE-F') 
Andrews Air Force Base, Maryland 

Aeronautical Systems Division 
Attn ; ASRKCB 
Wright-Patterson Air Force Base, Ohio 

Aeronautical Systems Division 
Attn: Metals & Ceramics Lab (ASRCM) 
Wright-Patterson Air Force Base, Ohio 

A(:Jronautical Systems Division 

1 

1 

1 

Attn; Applications Lab 1 

2 

1 

l 

1 

1 

(AffilCE, Mro Teres) 
Wright-Patterson Air Force Base, Ohio 

Aeronautical Systems Division 
Attn: Flight Dynamics Lab 

Structures Branch (ASRMDS) l 
Hright-Patterson Air Force Base, Ohio 

Battelle Memorial Institute 
Defense Metals Information 
Attn: Mr c C" S. Dumont 1 
505 King Ave. 
Columbus, Ohio 

Ballistic Missile Systems Division 
Attn: Industrial Resources 
Po 0. Box 262 
AF Unit Post Office 1 
Inglewood, Calif. 

Chief, Bureau of Naval Weapons (PID-2) 
Department of the Navy 
Washington 25, D. C. 

Frankford Arsenal 
Research Institute 1010 (110-1) 
Attn: Mr .. E. R. Rechel, Deputy Director 
Philadelphia 37, Pa. 

2 

l Solar Aircraft Company 
Attn: Engineering Library 
2200 Pacific Highway 
San Diego, California 

d 

AEROPROJECTS INCORP.ORATIID 

Temco Aircraft Corp. 
Attn: D. T. Brooks, Mfg. Mgr. 
P. o. Box 6191 
Dallas, Texas 

Southwest Research Institute 
Attn: Glenn Damewood, Dir. Applied 

Physics Dept. 
8500 Culebra Road 
San Antonio 6, Texas 

Union Ultra-sonics Corporation 
Attn: John Zotos, Chief Project 

Scientist 
111 Penn Street 
Quincy 69, Massachusetts 

Vought Aeronautics Division 
Chance-Vought Aircraft, Inc,. 
Attn: George Gasper, l1fg .. Engr. Mgr. 
P. Oo Box 5909 
Dallas, Texas 

Vought Aeronautics Division 
Chance-Vought Aircraft, Inc. 
Attn: Chief Librarian, Eng. Library 
Dallas, Texas 

Vought Aeronautics Division 
Chance-Vought Aircraft, Inc. 
Attn: J. A. Millsap, Chief Engr. 

Manufacturing Research Dev. 
P. o. Box 5907 
Dallas, Texas 

G. c. Marshall Space Flight Center 
National Aeronautics & Space Administration 
Attn: William A. Wilson 

Chief, MR & D Branch 
Huntsville, Alabama 

Langley Research Center 
National Aeronautics & Space 

Administrative 
Attn: Technical Director 
Langley, Virginia 


